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Abstract 
Emerging technologies and continuing progress in research are making way for novel, high speed 

forms of optical data transfer. Vertical-cavity surface emitting laser (VCSEL) diodes operating at 
1550 nm have only recently become commercially available, while metal-semiconductor-metal (MSM) 
photodetectors are pushing the limits of contact lithography with interdigitated electrode widths reaching 
sub micron levels. We propose a novel, free-space optical interconnect operating up to 1Gbit/s utilizing 
commercially available 1550 nm VCSEL diodes and newly fabricated InGaAs MSM photodetectors with 
functionality for both chip level and board level applications. We report on development, progress, and 
current work. Analyses of the divergent behavior and of the normalized frequency response of 
VERTILAS GmbH 1550 nm VCSEL diodes for coupling to MSM photodetectors with a 50 by 50 µm 
active area are presented. The MSM photodetectors are fabricated on a pseudomorphic In0.9Ga0.1P-InP-
InGaAs heterostructure and have gold interdigitated Shottky contacts with varying electrode width and 
spacing on the order of 1 to 3 µm. We discuss the calculated response of these MSM photodetectors as 
well as the fabrication and characterization of the devices. A report on bit error rate (BER) characteristics 
of the VCSEL diodes coupled to commercially available high-speed photodetectors and successively 
coupled to the novel MSM photodetectors integrated with commercially available transimpedance 
amplifiers (TIA) follows. The work accounted here will lead to the formation and characterization of a 
fully integrated 1Gbit/s free-space optical interconnect applying VCSEL diodes and MSM photodetectors 
operating at 1550 nm for RF/microwave digital systems. 
 

1. Introduction 
Free-space optical interconnects remain a topic of fervent discussion and significant research, but 

much work is still required if free-space optical interconnects are to become practical and commercially 
viable tools for computing and data transfer. Optical interconnects have been praised for both their speed 
and functionality (table 1) with hopes that light can relieve the electrical bottleneck many in research and 
industry are predicting for the near future. VCSEL diodes operating in the near-infrared are now 
commercially attainable but InGaAs MSM photodetectors are still in need of research and further 
development. High speed, small area MSM photodetectors will allow dense photodetector arrays and 
provide added practicality to interconnects, without compromising overall performance. 
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TABLE 1.—COMPARISON OF ELECTRICAL AND OPTO-ELECTRONIC INTERCONNECTS CHARACTERISTICS 
Parameter Electrical interconnect Optical interconnect 

Bandwidth (GHz) 0.25 >2.5 
Cross-talk (isolation) dB 25 to 30 >80 
Speed 1 ns 1 ps 
Power consumption Few mW Few μW 
Density of interconnects 10 to 12/mm2 >100/mm2 

 
We report on progress in creating a novel, free-space optical interconnect for Gbit/sec RF/microwave 

systems. Such an interconnect requires operation at high frequency with low RF/microwave losses at both 
the input and output end of the link while maintaining a large dynamic range (ref. 1). For these reasons, 
we chose to use VCSEL diodes which are praised for their low power consumption, single mode 
operation, and relative ease of fabrication while having very large bandwidths (refs. 2 to 4). For detection, 
MSM photodetectors are the clear choice. MSM photodetectors have low overall capacitance when 
compared to detectors of the P-i-N type resulting in a large area detector with bandwidths to match that of 
the VCSEL diodes (ref. 5). We chose to design and fabricate our own MSM photodetectors for this 
interconnect, but for other components, an emphasis on using commercially available parts was 
maintained. Such an emphasis keeps cost and development time to a minimum while making adaptation 
of the free-space interconnect as a commercially viable tool more feasible and inexpensive. We procured 
VCSEL diodes operating at 1550 nm fabricated and packaged by VERTILAS GmbH (Model VCL1550) 
and also a VCSEL diode mount (Model TCLDM9) with temperature/current controller (Model TED200) 
from Thorlabs, Inc. We present a discussion on MSM photodetector fabrication, theoretical response, and 
experimental characterization, followed by a report on the characterization of the VERTILAS VCSEL 
diodes. The paper concludes with a discussion of the work and analyses done to create the optical 
interconnect as well as current and planned work for the project. 

2. Metal-Semiconductor-Metal Photodetectors 
MSM photodetectors are chosen over P-i-N or avalanche photodetectors for a number of reasons. 

First and foremost, MSM photodetectors have a comparatively low capacitance per unit area compared to 
P-i-N structures. Because of this, high speed MSM photodetector operation is possible with a relatively 
large active area compared to other photodetectors. A larger active area decreases the alignment accuracy 
required for successful operation, yet MSM photodetectors boast high speed operation from a detector 
with a larger area than most P-i-N detectors (ref. 5). The reported high speed capabilities of MSM 
detectors provide another significant advantage over P-i-N detectors. The trade-off in this case comes 
from the shadowing effects caused by the fingers of an MSM photodetector. Shadowing effects have been 
shown to greatly reduce the responsivity of the detectors. To overcome this effect, we have chosen to 
fabricate MSM photodetectors with semi-transparent, gold (Au), interdigitated Schottky contacts, a 
strategy first presented by Rong-Heng Yuang, et al. (ref. 6). We chose to fabricate a series of square 
detectors, 50 μm on each side, with varying electrode finger widths and finger spacings for 
characterization and implementation into a free-space optical interconnect. Circular MSM photodetectors 
have been shown to have a lower overall capacitance and an improved frequency response (ref. 7) and, 
therefore, may become a topic of further study pending the outcome of the square MSM characterization. 
We report on fabrication, theoretical response, and current experimental progress of the MSM 
photodetectors. 

2.1 MSM Photodetector Fabrication 

The MSM photodetectors are fabricated on a 2 in., Fe doped-InP wafer layered with a pseudomorphic 
In0.9Ga0.1P-InP-InGaAs heterostructure. EpiWorks, Inc., at their commercial facility deposited to our 
specifications the epitaxial layers on the InP substrate. Upon receiving the wafers, ellipsometry was used 
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to confirm the integrity of the wafer and verify our specifications were met. The ellipsometric 
measurements showed that the epitaxial structure of the wafers were near ideal. A 0.5 µm, undoped layer 
of InP was deposited on the InP substrate to serve as a buffer for the active layer. The 1 µm active layer is 
comprised of undoped InGaAs, which provides excellent responsivity at the target wavelength of 
1550 nm. Two barrier enhancement layers, an undoped InP layer 40 nm thick and an undoped In0.9 Ga0.1P 
that is 10 nm thick cover the InGaAs layer. The semi-transparent, gold interdigitated Schottky contacts 
are deposited on this construction. Further information on the epitaxial structure can be found in Rong-
Heng Yuang, et al. (ref. 6).  

The Au electrodes sit on top of a mesa that extends through all five upper layers down to the substrate 
providing electrical isolation for the photodetector. An antireflective coating of silicon nitride is deposited 
on top of the detector mesa, and a 1.5-µm-thick coplanar waveguide (CPW) serves as an electrical 
connection to the Schottky contacts (fig. 1) (ref. 8). The MSM photodetectors have an active area of 50 by 
50 μm with Au fingers varying from 1 to 3 µm set apart by spacing also varying from 1 to 3 µm totaling 9 
different designs. The design of the detector without the CPW covers a space approximately 100 by 
50 μm taking into account the Au pads that connect the detector to the CPW (fig. 2). 

To fabricate the detectors, the 10 nm thick Au electrodes were first deposited on the wafer after mask 
alignment and photoresist exposure using contact microlithography. Then after aligning the mesa mask, 
three separate chemical etches were performed to create the isolation mesa for the device. The first etch 
was a fast etch of HCl:H2O = 7:1 concentration that removed the In0.9Ga0.1P layer and upper InP layer. 
Second, a slow etch composed of H3PO4:H2O2:H2O = 4:3:1 concentration was used to remove the InGaAs 
active later. At this point, the mesa photoresist was removed and then replaced to ensure protection of the 
Au electrodes. Finally, another HCl:H2O = 7:1 etch was used to remove the undoped InP, achieve full 
electric isolation, and reach the substrate material. The silicon nitride was then deposited to a thickness of 
220 nm. Finally, the 1.5 μm gold CPW was deposited to complete the fabrication process. Figure 3 shows 
a close-up of the active area of a detector with 1 μm fingers and 1 μm finger spaces. The white area on 
either side of the active region is the CPW and the slightly darker region over the Au fingers is the silicon 
nitride anti-reflective coating. Notice the semi-transparency of the fingers. Figure 4 provides a view of the 
entire mesa surrounded by the CPW. The dark center area is the active region with the fingers covered in 
the silicon nitride coating. 

 
 

 
 

  
 Figure 1.—Vertical mesa structure of the MSM photodetector Figure 2.—Layout of MSM photodetector showing the 
   with CPW ground plane on either side.   area of the mesa, and the contact with the CPW center    
   conductor. 
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 Figure 3.—Close-up view of the active area of the MSM  Figure 4.—View of fabricated MSM photodetector showing  
   photodetector with 1 μm finger width and 1 μm finger   the detector on the mesa surrounded by the CPW.  
   spacing.  
 

 
Figure 5.—MSM photodetector concept with design variables defined. 

 

2.2 Theoretical Calculated Response 

The theoretical response of the MSM photodetectors was calculated. We determined the expected 
total capacitance, transit time, bandwidth, external quantum efficiency, and responsivity of the detectors 
given their respective finger width and finger spacing. Both the finger width and finger spacing vary in 
integer values from 1 to 3 μm, with all possible permutations being studied. The size of the active area 
remains a square, 50 μm on each side, regardless of the photodetector spacing characteristics. The finger 
width, finger spacing, and active area length are given by fw, fs, and L, respectively (fig. 5).  

The total capacitance, C, of the MSM photodetectors is given (ref. 9) by,  
 

 ( )
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ro ff
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Where εo is the permittivity of free space equal to 8.8542×10–12 F/m and εr is the relative permittivity. 

The quantity A is defined as the active area of the detector given, in this case, by the expression A = L2. In 
order to solve this equation, the ratio K(k)/K(k΄) must be determined. K(k) is defined as the complete 
elliptical integral of the first kind and is given by the expression, 
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respectively (ref. 9). Using these definitions, we determine for a given photodetector geometry  the k and 
k΄ values. The ratio K(k)/K(k΄) is given by the expression 
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for the case where K(k)/K(k΄) is between one and infinity and k is between 1/√(2) and one (ref. 10). The 
transit time, tT for the MSM photodetectors is given by the expression, 
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Where Vsat is defined as the carrier saturation velocity. The bandwidth, BW, of the device is found using 
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and the external quantum efficiency, η, can be arrived at through the equation 
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Where r is the Fresnel reflectivity, d is the absorption layer thickness and δOPT is defined as the optical 
penetration depth (ref. 11). Finally, the responsivity, R, is given by  

 

 
hc

qR λ
⋅η=  A/W (9) 

 
Where η is the previously calculated external quantum efficiency, q is the charge of an electron, λ is the 
wavelength of the photons to be detected, h is Planck’s constant, and c is the speed of light in a vacuum. 
The results of the analysis are presented in table 2. 
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TABLE 2.—THEORETICAL RESPONSE OF THE MSM PHOTODETECTORS 
FOR VARIOUS FINGER WIDTHS AND SPACING 

fw x fs (μm) 1 x 1 1 x 2 1 x 3 2 x 1 2 x 2 2 x 3 3 x 1 3 x 2 3 x 3
C (fF) 71.90 37.50 24.50 61.30 35.90 24.90 52.80 33.30 23.90
tT (ps) 8.33 16.70 25.00 8.33 16.70 25.00 8.33 16.70 25.00

BW (GHz) 14.50 7.40 5.04 14.50 7.40 5.04 14.50 7.40 5.04
η 0.22 0.29 0.33 0.15 0.22 0.27 0.11 0.18 0.02

R (A/W) 0.28 0.37 0.42 0.19 0.28 0.33 0.14 0.22 0.28  
 

Our analysis shows that as the finger spacing increases, the capacitance decreases as would be 
expected. On the other hand, an increase in fs also results in a decrease in bandwidth and increase in 
transit time. The results suggest that the most responsive detector will have a finger width of 1 μm with a 
finger spacing of 3 μm, but this detector will also suffer from the smallest bandwidth. On the contrary, the 
detector with 3 μm finger widths and 1 μm finger spaces should have the smallest responsivity but the 
largest bandwidth. Finding the ideal MSM photodetector will obviously involve a tradeoff justified by the 
application of the device. 

2.3 Experimental Response and Characterization 

Experimental testing of the fabricated photodetectors has recently begun and is currently a work in 
progress. A small number of photodetectors on a small piece of InP wafer were fabricated to the point 
prior to silicon nitride deposition. The wafer piece presented photodetectors complete except for the 
antireflective coating and CPW. One of this small set of detectors survived wire bonding and was 
mounted for curve tracing. The curve tracer was used to find the dark I-V characteristic of the detector 
with 1 μm finger width and 2 μm finger spacing (fig. 6). The dark I-V characteristic is defined as the 
characteristic of the detector without light incident on the active area at time of testing. 

The I-V curve shows the steep, asymptotic behavior one would expect from a diode of this type in the 
forward bias direction. The reverse bias side shows a relatively slower, but still significant increase over 
voltage. The reverse bias increase does not exactly match the exponential behavior of the forward bias 
region, as it increases at a significantly slower rate, but the diode response in both the forward and reverse 
bias directions is typical of MSM photodetectors with interdigitated Schottky contacts (ref. 12). Note that 
the curve intersects the origin as is expected in a dark I-V characteristic. It is expected that with the 
application of a laser beam at 1550 nm, the curve will begin to move into the negative current quadrants. 
Further experiments will be conducted to verify this hypothesis. 

 
 

 
Figure 6.—Measured I-V characteristic of an MSM photodetector  

with 1 μm finger widths and 2 μm finger spacing. 
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 Figure 7.—Two photodetectors with their respective Figure 8.—The design for the set of calibration standards integrated  
 CPWs fully fabricated on the wafer.   directly onto the wafer, adjacent to the set of photodetectors.  
 
 

Concurrently, experiments will be conducted to determine the RF response of the MSM 
photodetectors. For this reason, the photodetectors have been fabricated with an integrated CPW on each 
detector (fig. 7). In figure 7, the photodetectors are the small black squares on the right side of the CPW. 
The small indentations on the left side of the CPW are alignment markers for a probe tip. In order to 
ensure accurate results, on wafer calibration standards have been added to the set of photodetectors as 
well (fig. 8). 

The results of the RF analysis and characterization will be quite useful for determining the level of 
performance that can be expected from the MSM photodetectors and the optical interconnects into which 
they will be integrated. 

3. Vertical-Cavity Surface Emitting Laser Diodes 
For free-space optical interconnects, VCSEL diodes provide significant advantages over traditional 

edge-emitting laser diodes. Edge-emitting diodes must be cut and mounted after being fabricated, while 
VCSEL diodes can lase directly on the wafer. It is also possible to create arrays of VCSEL diodes directly 
on the wafer, a virtual impossibility for the edge-emitting types. It is significantly more difficult to 
fabricate arrays of edge-emitting diodes as each diode must be mounted individually, decreasing the 
possible density of the array. Furthermore, VCSEL diodes can be fabricated on the same wafer as the 
MSM photodetectors, increasing the functionality of an array of interconnects. It is not possible to 
fabricate edge-emitting diodes with MSM detectors into such an array on a single wafer. Furthermore, 
VCSEL diodes have been praised for their single mode operation, low threshold currents, relatively low 
power consumption, high coupling efficiency, and the possibility of low cost manufacturing (refs. 2 and 
4). The possibilities for increased VCSEL functionality are just now being explored. Integrating micro-
electro-mechanical systems (MEMS) devices in the form of a movable mirror membrane onto a VCSEL 
diode to create a laser with a tuning range of over 40 nm was recently reported and the integration of 
MEMS controlled micro-lenses may provide an effective means of on wafer beam steering for arrays of 
free-space optical interconnects (ref. 13). 

Only recently have VCSEL diodes operating at 1550 nm become available commercially, packaged 
and ready for integration. Rather than develop and fabricate a new VCSEL diode, we chose to use a 
commercially available product for creating the optical interconnect. This choice provided significant 
advantages over fabricating a new laser. These advantages include saving time and funds, ensuring a 
reliable and functional laser with known characteristics, and increasing the feasibility and ease of 
adapting the interconnect for commercial use on the market. We obtained VCSEL diodes operating at 
1550 nm from VERTILAS GmbH. These diodes laser at a threshold current of about 1 mA, with a  
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Figure 9.—Measured normalized frequency response of the VCSEL  
diode mounted in a TEC temperature controlled laser diode mount. 

 
maximum optical power output of about 1 mW in continuous wave, single mode operation from –20 °C 
to 70 °C. We report on RF characterization and an analysis of the divergence of the VCSEL diode 
followed by efforts to couple the laser into optical interconnects. 

3.1 Normalized Frequency Response 

We determined the normalized frequency response of the VCSEL diodes to the limits of our 
equipment. The VCSEL diode was mounted on a thermoelectric cooled (TEC) temperature controlled 
laser diode mount from Thorlabs, Inc. The laser diode mount is rated up to a modulation rate of 500 MHz. 
The laser is coupled to a single-mode fiber through free space, and the fiber terminates to a high speed 
photodetector, also from Thorlabs, Inc., that is rated up to a modulation rate of 5 GHz. The photodetector 
output is connected to a spectrum analyzer operational between 50 MHz and 2.3 GHz. Figure 9 shows the 
results of the frequency response experiment. 

We expect that further analysis to higher modulation rates will result in the typical 40 dB/decade 
attenuation (ref. 12). An experiment to verify this expected roll-off will be completed upon procurement 
of a spectrum analyzer with extended range. The integration of a laser mount with increased modulation 
capabilities would do the most to improve the performance of the current interconnect arrangement. A 
mount that includes the TEC capabilities and the ease of use of the current mount while operating at 
higher modulation rates has not been found. 

3.2 Divergence Analysis 

We analyze the divergence of the VCSEL diode beam to determine the ideal coupling distance for a 
free-space optical interconnect. We assume a Gaussian beam shape with the beam waist at the aperture of 
the laser. VERTILAS GmbH reports an average aperture radius of 2.5 μm. The analysis begins with the 
expression for the radius of a Gaussian beam, w(z), as it travels through space (ref. 14) 
 

 
2
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2
o
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zwzw +=  (10) 



NASA/TM—2006-214251 9 

Where z is the distance along the optical axis, wo is the beam waist at z = 0, taken to be 2.5 μm for our 
purposes and zo is the Rayleigh range given by 
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λ
 (11) 

 
For our purposes, it was desirable to have an expression for the distance along the optical axis as a 

function of the beam radius rather than the beam radius as a function of the distance along the optical 
axis. Substituting the expression for the Rayleigh range into equation (10) and then solving for z, we 
obtain 
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Which gives the distance from the aperture of the VCSEL diode for a specific beam radius. In our 

case, the negative solution is irrelevant as we are only interested in forward beam propagation, so we use 
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to analyze the coupling distances between the VCSEL diodes and the MSM photodetectors in free space. 

4. Optical Interconnects 
The logical conclusion of the characterization analyses of both the VCSEL diodes and the MSM 

photodetectors is the construction of a free-space optical interconnect for Gbit/sec RF/microwave 
systems. The first interconnects will be created directly on a probe station from which photodetectors can 
be switched relatively easily. In this arrangement, it will be possible to test the effectiveness of the 
various different photodetector designs. We report on coupling progress and analysis as well as planned 
work. 

4.1 Coupling VCSEL Diodes to a Commercially Available Photodetector 

In order to characterize the procured VCSEL diodes, it became necessary to couple the diode to a 
commercially available high-speed photodetector. In order to accomplish this, the VCSEL diode was 
coupled into a 1m long, single-mode optical fiber using a series of lenses. The coupling was successful 
but resulted in a significant loss of optical power at the end of the fiber. Nevertheless, enough power 
remained to couple the fiber to a high sensitivity, high speed photodetector from Thorlabs, Inc. (Model 
SIR5-FC) which was then coupled to a spectrum analyzer on which the expected peak was observed for 
each given modulation rate. It was by this method that the normalized RF frequency response of the 
VCSEL diode was determined. The signal given by the photodetector may have been sufficient to gain 
accurate results from the spectrum analyzer, but the signal proved too weak for bit error rate (BER) 
characterization.  

It is desirable to determine the BER characteristics of the VCSEL diode before integrating it with the 
MSM photodetectors to form an optical interconnect to ensure that the laser can operate with a 
sufficiently low BER and, therefore, meet the requirements for optical communications. In order to 
perform this experiment, the coupling efficiency of the link must be improved. Two strategies have been 
studied to solve the efficiency problem. The first strategy is to improve the efficiency of the coupling 
between the VCSEL diode and the optical fiber. This can be accomplished by ensuring diffraction limited 
performance from all lenses in the system and by carefully readjusting the lenses of the system to ensure 
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the beam remains on, or close to the optical axis of the coupling apparatus. This ensures that the beam of 
light remains circular and focuses head on to the fiber tip rather than the beam meeting the fiber at an 
angle from the optical axis. The second strategy calls for the procurement of a high speed photodetector 
designed for free space use that can be coupled directly to the laser diode without the use of lenses or 
fibers. This strategy provides three significant advantages over the first strategy. First, it greatly reduces 
coupling losses through the link, and second, it is much easier and less time consuming than improving 
the fiber optic coupling. Third and most importantly, this arrangement approximates the free-space optical 
interconnect that we intend to create. Such a link would provide a good control for comparison for the 
free-space optical link with the MSM photodetectors. Despite these advantages, the second strategy 
presents a fairly significant cost, so efforts to improve the efficiency of the fiber coupling are being 
examined first. At a point where coupling efficiency has increased enough to allow accurate BER testing, 
the BER characteristics will be determined. 

4.2 Coupling VCSEL Diodes to MSM Photodetectors 

A coupling plan has been developed to link the VCSEL diodes to the fabricated MSM photodetectors 
thereby creating the free-space optical interconnect. The main coupling consideration that required 
attention is the distance between the MSM photodetector and the VCSEL diode, defined as the coupling 
distance. To determine the ideal coupling distance, the divergence analysis performed on the VERTILAS 
GmbH VCSEL diodes was used. Two cases were studied, one where the laser beam under-fills the MSM 
detector and another where the beam over-fills. For the under-filling case, it was assumed that the beam 
would fill the 50 μm width of the detector, but since the beam was circular, would not fill the entire 
surface of the square detector at full width at half maximum (FWHM). The second case overfilled the 
detector assuming the FWHM spot size of the laser beam equaled the diagonal of the detector surface 
equal to 70.71 μm. At the reported average beam aperture radius of wo = 2.5 μm, the under-filled coupling 
distance and the over-filled coupling distance z, were found to be 126.04 and 176.70 μm, respectively. An 
analysis of the coupling distance was completed for both the 50 and the 70.71 μm spot sizes for laser 
aperture radii up to 5 μm (fig. 10). The three aperture radii 2, 2.5, and 3 μm were taken to analyze the 
behavior of the coupling distance as the desired spot size radius, w1(z), is varied up to 50 μm (fig. 11). 

It was determined that the aperture radius of the VCSEL diode has a dramatic effect on the coupling 
distance. For the 50 μm spot size, the difference between the coupling distances for the 2 and 3 μm radius 
apertures was 49.90 μm, nearly the difference between under-filling and over-filling the detector. At the 
70.71 μm spot size, the difference is more dramatic equaling 71.11 μm. This data will prove useful when 
the VCSEL diodes are coupled through free-space to the MSM photodetectors. Analyses of both the 
under-filling and over-filling cases will be studied. 

 
 

 
 Figure 10.—Coupling distance versus aperture Figure 11.—Coupling distance versus spot radius 
   radius for the proposed free-space optical   for the proposed free-space optical interconnect. 
   interconnect. 
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4.3 Arrays of Optical Interconnects and Beyond 

Once a viable working free-space optical interconnect is demonstrated, work will continue to improve 
the performance of the link and create a way to package the interconnect in a usable, marketable form. 
This will involve integrating commercially available transimpedance amplifiers (TIA) into the 
interconnect to increase functionality for data communications as well as investigating the possibility of 
integrating MEMS devices, mainly in the form of micro-lenses to steer the laser beam and improve 
optical coupling efficiency. Further research is planned to study the possibility of creating arrays of 
interconnects that will integrate MSM photodetectors and VCSEL diodes on the same wafer. Analysis of 
array densities will be determined as well as the effect of optical and electrical crosstalk. The main source 
of crosstalk in densely-packed arrays is not the optical coupling between VCSEL but rather the electrical 
coupling via the conducting substrate. An analysis of the electrical crosstalk in multiple wavelength 
VCSEL arrays coupled to a single multi-mode fiber has been reported. The results showed that for a 
densely-packed VCSEL array (with 3 µm pitch), the electrical crosstalk between adjacent diodes is less 
that –25dB up to the 3-dB bandwidth of the diodes (ref. 15). The crosstalk in densely-packed arrays due 
to electrical coupling can be further reduced by using semi-insulating substrate and also by etching 
isolating trenches around the diodes. If the VCSEL and MSM photodetector can each be kept  
isolated in an area 100 by 100 μm or smaller, the density of interconnects on a chip could reach  
100 interconnects/mm2 or more. This is far greater than the densities possible with electrical circuits 
(table 1). These results bode well for dense arrays of interconnects for RF/microwave links. Other 
research has shown the three major sources of optical crosstalk in a free-space optical interconnect system 
to be due to diffraction, the reflection of light off of optical surfaces, and the reflection of light off the 
surface of the photodetectors (ref. 16). These three factors will be intriguing subjects of research for 
future work on the free-space optical interconnect as will all of the other subjects discussed here. 

 5. Conclusions 
We have successfully fabricated 9 different designs of MSM Photodetectors on a 2 in., Fe doped-InP 

wafer layered with a pseudomorphic In0.9Ga0.1P-InP-InGaAs heterostructure for operation at 1550 nm 
wavelength. The finger widths and finger spacings of the detectors vary from 1 to 3 μm by integer 
amounts. The theoretical response of the detectors was reported with responsivity ranging from 0.14 to 
0.42A/W. The total capacitance of the detectors ranges from 23.90 to 71.90 fF and the bandwidth ranges 
from 5.04 to 14.50 GHz. Testing and characterization of the MSM photodetectors has begun and the I-V 
characteristic of a detector with 1 μm finger width and 2 μm finger spacing has been reported and shown 
to be characteristic of MSM photodetectors with Schottky contacts. Progress on characterizing the RF 
response of a VERTILAS 1550 nm VCSEL diode was discussed with the normalized frequency response 
of the device reported. An analysis of the divergence of the laser diodes is complete which is used to 
determine the coupling distances for the novel free-space optical interconnect. The coupling distance for 
the average VCSEL aperture radius of 2.5 μm is approximately in the range of 126 to 177 μm. Progress 
on finding the BER characteristics has found a need to improve the coupling efficiency of the VCSEL 
diode. This analysis resulted in two viable strategies for laser coupling efficiency improvement including 
improving the fiber coupling analysis and changing the link to a free-space interconnect. The preceding 
research in conjunction with the work in progress allows for the creation of a free-space optical 
interconnect for RF/systems that with continuing efforts will result in a novel Gbit/sec optical data link. 
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